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Figure 2
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1
USE OF AN ACETIC ACID/WATER SOLVENT
MIXTURE FOR THE PREPARATION OF
LOW-SULFATE 5-SULFOISOPHTHALIC
ACID, MONO-LITHIUM SALT FROM
5-SULFOISOPHTHALIC ACID

CROSS REFERENCE TO RELATED
APPLICATION

The present invention is filed under 35 U.S.C. §371 as the
U.S. national phase of International Application No. PCT/
US2010/053186, filed 19 Oct. 2010, which designated the
U.S. and claims benefit of and priority from prior U.S. Pro-
visional Application 61/253,415 for Use of an Acetic Acid/
Water Solvent Mixture for the Preparation of Low-Sulfate
5-Sulfoisophthalic Acid, Mono-Lithium Salt From 5-Sul-
foisophthalic Acid, filed 20 Oct. 2009 by Oster et al.

HELD OF THE INVENTION

This disclosure relates to the field of production of salts of
derivatives of isophthalic acid. In particular, this disclosure
relates to the production of an alkali metal salt, specifically a
mono-lithium salt, of 5-sulfoisophthalic acid.

BACKGROUND

This disclosure is intended to teach by way of example and
not by way of limitation.

This disclosure relates to the field of preparation of a low-
sulfate S-sulfoisophthalic acid, mono-lithium salt from 5-sul-
foisophthalic acid. In particular, this disclosure relates to the
preparation of low-sulfate S-sulfoisophthalic acid, mono-
lithium salt (LiSIPA) from S-sulfoisophthalic acid (SIPA or
HSIPA) via the use of an acetic acid/water solvent mixture.

Commercially, LiSIPA is primarily used as an additive in
the production of nylon carpet fiber to impart cationic dye-
ability to the polymer carpet fiber. The currently utilized
processes for the production and purification of LiSIPA have
numerous disadvantages, including a low product yield and
high manufacturing costs. Further, the resultant LiSIPA from
current processes is a LiSIPA with a high sulfate level (i.e.,
above 200 ppm). More typically the sulfate levels in LiSIPA
from known processes are from 1000 to 3000 ppm.

The high sulfate levels are the result of the known manu-
facturing methods employing a “water-only process” having
a product precipitation step utilizing a 30% to 40% sulfuric
acid (i.e., sulfate) solution.

A problem inherent to the production of such a high sulfate
LiSIPA is the associated high levels of nylon filament break-
age due to sulfate precipitation. Accordingly, LiSIPA with a
low-sulfate composition is of value because it is expected to
reduce the levels of nylon filament breakage due to sulfate
precipitation, and reduce the loss of product and throughput
that occurs when LiSIPA with higher sulfate levels is used.

Due to these and other problems in the prior art, some of
which are disclosed herein, there is now a new process for the
preparation of a low sulfate 5-sulfoisophthalic acid, mono-
lithium salt from 5-sulfoisophthalic acid via the use of an
acetic acid/water solvent mixture.

Liquid acetic acid is a known hydrophilic (i.e., polar) protic
solvent, similar to ethanol and water. The moderate relative
static permittivity (i.e., dielectric constant) of acetic acid, 6.2,
allows it to dissolve not only polar compounds such as inor-
ganic salts and sugars, but also non-polar compounds such as
oils and elements such as sulfur and iodine. Acetic acid also
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has the ability to readily mix with other solvents, both polar
and non-polar, such as water, chloroform, and hexane.

Commonly known uses of acetic acid are as a solvent for
recrystllization to purify organic compounds. For example,
pure acetic acid is used as a solvent in the production of
terephthalic acid (“TPA”). Other uses for acetic acid are as a
solvent for reactions involving carbocations, such as Friedel-
Crafts alkylation and when reducing an aryl nitro-group to an
aniline using palladium-on-carbon.

While acetic acid is a known solvent, it is not a solvent that
has been utilized in the production and preparation of 5-sul-
foisophthalic acid, mono-lithium salt (LiSIPA) or any other
salt of S-sulfoisphthalic acid (HSIPA).

BRIEF DESCRIPTION OF THE DRAWINGS

FIG. 1 provides an exemplary flowchart ofa process for the
preparation of low-sulfate S-sulfoisophthalic acid, mono-
lithium salt from 5-sulfoisophthalic acid via the use of an
acetic acid/water solvent mixture.

FIG. 2 provides an exemplary flowchart of a numerical
step-by-step process for the preparation of low-sulfate 5-sul-
foisophthalic acid, mono-lithium salt from 5-sulfoisophthalic
acid via the use of an acetic acid/water solvent mixture.

DESCRIPTION OF PREFERRED
EMBODIMENT(S)

Asused herein, “low sulfate” means a LiSIPA composition
containing less than 200 ppm sulfate (SO,*7), as compared to
the typical process which results in a LiSIPA composition
having sulfate levels in excess of 200 ppm, and more typically
in the range of 1000 to 3000 ppm. Furthermore, the low
sulfate product of the present invention is the non-purified,
direct reaction product of the process. As used herein, the
term “non-purified” means that the reaction product that
leaves the reaction vessel is not subjected to any further
substantive processing or purification steps (other than filter-
ing and washing) to achieve sulfate levels at or below 200
ppm. Specifically, the product of the current invention does
not require a LiSIPA re-crystallization-in-water step (which
results in low yields due to the high solubility of LiSIPA in
water) which is a difficult purification step that is currently
used in known processes in an attempt to reduce the sulfate
content of LiSIPA.

This process, in its simplified form, comprises: forming a
mixture comprising acetic acid, water, a lithium cation pro-
ducing compound, and 5-sulfoisophthalic acid (HSIPA) and
heating this mixture at a sufficient temperature for a sufficient
period of time to produce a reaction mixture containing a
S-sulfoisophthalic acid, mono-lithium salt. It should be noted
that the order of mixing of the acetic acid, water, lithium
cation producing compound, and HSIPA is not critical to the
practice of the invention.

Turning now to FIG. 1 and preferred embodiments of the
invention, in one preferred embodiment the process com-
prises the addition of a lithium hydroxide monohydrate to a
mixture of acetic acid/water to form a solution of lithium
acetate, followed by the addition of HSIPA. The mixture is
then heated to reflux, held at reflux for a time, then cooled in
one or more cooling steps which are held for a time. After
refluxing and cooling the reaction mixture containing LiSIPA
is filtered to provide a wet cake of low sulfate LiSIPA as a
crystalline white solid. A displacement wash of acetic acid is
then applied to the cake before drying it in an oven to provide
a low-sulfate LiSIPA.
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It should be noted that the claimed process for the produc-
tion of a low-sulfate LiSIPA via an acetic acid/water solvent
mixture is a robust process that can be varied in a number of
different ways without impacting the resultant product qual-
ity. In alternate embodiments, the order of addition of the
reactants can be changed. For example, FIG. 2 shows an
exemplary process where the lithium cation producing com-
pound (e.g., lithium hydroxide monohydrate) is added to
glacial acetic acid prior to mixing with water.

In addition, the specific raw materials of the process can be
modified. For example, glacial acetic acid and/or a water-wet
acetic acid (such as from a recovery operation), among others,
can be used for the “acetic acid” in the process. Preferably the
acetic acid used in the process is in excess.

The lithium cation producing compound can be selected
from the group comprising lithium hydroxide monohydrate,
anhydrous lithium hydroxide, lithium acetate, lithium car-
bonate or lithium bicarbonate, or other organic or ionic
lithium salts. Further, the HSIPA can be anhydrous or as a
hydrate or in an aqueous solution; however, when the aqueous
solution is used, a distillation is required to remove a portion
of the water prior to product isolation for reasons of yield.

Further, the stoichiometry between the lithium cation and
the HSIPA can be varied, but in general it is best if the lithium
cation is kept as the limiting reagent between 0.95 and 1.0
molar level as compared to HSIPA.

The temperature of the process conditions can be modified,
and in some instances, varied substantially. For example, the
temperature for the step of mixing the acetic acid, water,
lithium cation producing compound, and HSIPA can range
from 0° C. to 118° C. (i.e., the boiling point of acetic acid).
Similarly, the reflux temperature can vary between 100° C.
and 118° C. depending upon the exact makeup of the mixture.
In the example of FIG. 2, discussed in more detail below, the
reflux temperature was about 112° C. Likewise, the holding
time for the reflux step can vary from about 5 minutes to 2
hours or more.

The cooling steps can be varied. The overall goal of the
cooling step is to cool the product to a temperature suitable for
filtration of the product. Those skilled in the art recognize that
this cooling step may be accomplished by any of several
known means and that the exact method of cooling will be
dictated by the production equipment available to the practi-
tioner. In one preferred embodiment the cooling of the prod-
uct is a two step process. In the first cooling step the heat
source is removed and the product is allowed to air cool to
between about 45° C. to about 65° C. where it is held in that
range from 1 to 3 hours. A second cooling step comprises
cooling the product to between about 0° C. to about 35° C.
(i.e., in an ice bath) for about 5 minutes to about 2 hours.

After cooling, the reaction mixture is filtered and washed to
recover the product. The filtration step can be any normal
method and the wash quantity of the acetic acid can be varied
substantially. While the wash can be varied substantially, it
should be noted that a small displacement wash is advanta-
geous. Alternate wash solvents are also acceptable depending
on the solubility of the product, the interaction with the
residual filtrate, and the ease of evaporation. In addition, the
drying in the disclosed process can be any method of drying
known to those of skill in the art. The product can be isolated
as an anhydrous salt or as hydrate, depending on the drying
conditions.

As the alternate embodiments of the disclosed process
suggest, the process disclosed herein can be readily and easily
modified. In fact, it should be noted that it is contemplated
that the disclosed process can be modified in any manner
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known to those of skill in the art that is outside of the disclosed
modifications and range changes.

Another exemplary embodiment of the disclosed process is
depicted in the flow chart of FIG. 2. As a preliminary matter,
it is noted that at any point in this process a sample of the
mixture may be taken and submitted for testing using proce-
dures known to those of skill in the art to have utility in such
areaction. In the first step (1) of this embodiment, a 1000 mL
round-bottom flask (or similar reaction container equipment
known to those of skill in the art) is set up.

Then, in step (2), about 215 grams of glacial acetic acid is
added to the flask, followed by about 12.54 grams of lithium
hydroxide monohydrate in step (3), and about 20 grams of
deionized water in step (4).

Once combined, in step (5), the mixture is heated to about
90° C.

After heating, about 75 grams of HSIPA are slowly added
to the mixture in step (6). In one embodiment of this step, the
HSIPA used is isolated from a standard plant batch of 5-sul-
foisophthalic acid after the water drown step. The analysis of
this isolated HSIPA is as follows: Total acidity (NaOH in
water)=98.15%; water, % Karl Fisher in pyridine=0.96%;
sulfuric acid, % (IC)=0.33%; APHA color=18.

Once the HSIPA is added to the mixture, in step (7) the
mixture is slowly heated to reflux (approximately 112°) and
held for one hour. Then, in step (8), the heating mantle is
removed and the slurry is allowed to air-cool to about 55° C.
Once reached, the mixture is held at about 55° C. for one (1)
hour in step (9).

After one (1) hour has passed, in step (10) the mixture is
removed from the heating mantle and allowed to air-cool until
a temperature of around 35° C. is obtained.

Next, once a temperature of around 35° C. is obtained, the
mixture is cooled and held at about 25° C. with an ice bath in
step (11). Once cooled, in step (12), the mixture is held at
about 25° C. for about sixty (60) minutes.

Then, in step (13), the mixture is filtered by any method
known to those of skill in the art, and a vacuum is used to pull
the filtrate from the product to obtain a cake containing
LiSIPA.

After completion of vacuum filtration, in step (14) the
mixture is washed with about 35 g glacial acetic acid.

Thereafter, in step (15), the wash is pulled through with a
vacuum for thirty (30) minutes. Then, in step (16), the wash-
filtrate cake is dried in a vacuum oven at about 90° C. to 130°
C. overnight to obtain a low-sulfate LiSIPA.

Also disclosed herein is the product LiSIPA by the claimed
process in which acetic acid, water, a lithium cation produc-
ing compound, and HSIPA are mixed under conditions suffi-
cient to form low-sulfate LiSIPA.

Also disclosed herein is a 5-sulfoisophthalic acid, mono-
lithium salt composition that contains less than 200 ppm
sulfate.

Also disclosed herein is a non-purified reaction product
composition of matter consisting essentially of 5-sulfoisoph-
thalic acid, mono-lithium salt having less than 200 ppm sul-
fate.

There are many advantages to the utilization of an acetic
acid/water solvent mixture to prepare low-sulfate LiSIPA.
One advantage is that the actual yield based on HSIPA is high
as compared to the use of the water-only process of the prior
art. Another advantage is that the presence of water in the
solvent mixture allows for the use of “water-wet” raw mate-
rials (e.g., lithium hydroxide monohydrate, HSIPA monohy-
drate, water-wet acetic acid from a recovery operation, etc.),
thereby allowing LiSIPA to be manufactured at reduced costs
as compared to the normally utilized water-only processes. In
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addition to reducing costs, the production and purification of
LiSIPA with an acetic acid/water solvent mixture simplifies
the manufacturing process, allowing for the simple recovery
of “water-wet” acetic acid solvent via distillation rather than
the laborious requirements required in recovering “dry” ace-
tic acid. Further, the crystalline nature of the LiSIPA product
that is formed in the acetic acid/water solvent mixture allows
for more efficient filtration and washing. Another advantage
of the use of the acetic acid/water solvent mixture is the
excellent nature of the LiSIPA slurry when the acetic acid/
water solvent system is utilized (i.e., a smooth slurry with no
stickiness, clumping or reaction with the solvent) that avoids
the problems associated with non-polar solvents (e.g., tolu-
ene, heptane, etc., can cause sticky, slimy and un-stirrable
masses) or alcohols (methanol, ethanol, etc., can partially
react to form mono- and di-esters that cause slow filtration
and reduce product purity) or water which requires very high
solids concentration due to the solubility of LiSIPA, yet still
does not reach an acceptable yield because the slurry is too
thick. Lastly, the acetic acid/water solvent mixture is able to
produce a LiSIPA product with a lower color as compared to
processes which utilize ketones (e.g., acetone, MEK, etc.) as
the counter-solvent, which allows for the formation of di- and
polymeric ketone color bodies.

While the invention has been disclosed in connection with
certain preferred embodiments, this should not be taken as a
limitation to all of the provided details. Modifications and
variations of the described embodiments may be made with-
out departing from the spirit and scope of the invention, and
other embodiments should be understood to be encompassed
in the present disclosure as would be understood by those of
ordinary skill in the art.

The invention claimed is:

1. A process for the preparation of a salt of 5-sulfoisoph-
thalic acid, the method comprising the steps of:

forming a mixture comprising acetic acid, water, a quantity

of'a lithium cation producing compound, and a quantity
of 5-sulfoisophthalic acid; and

heating the mixture comprising acetic acid, water, a lithium

cation producing compound and 5-sulfoisophthalic acid
at a sufficient temperature for a sufficient period of time
to produce a mixture containing a S-sulfoisophthalic
acid, mono-lithium salt.

2. A process according to claim 1 wherein said lithium
cation producing compound is selected from the group con-
sisting of lithium hydroxide monohydrate, anhydrous lithium
hydroxide, organic lithium salts, and inorganic lithium salts.

3. A process according to claim 2 wherein the lithium
compound is lithium hydroxide monohydrate.

4. A process according to claim 1 wherein the acetic acid is
in excess.

5. A process according to claim 1 wherein the lithium
cation is kept as the limiting reagent at a lithium cation to
S-sulfoisophthalic acid molar ratio of 1.0 or less.

6. A process according to claim 1 wherein the mixture
comprising acetic acid, water, a lithium cation producing
compound, and 5-sulfoisophthalic acid is heated to reflux and
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held at reflux for a sufficient period of time to produce a
mixture containing 5-sulfoisophthalic acid, mono-lithium
salt.

7. A process according to claim 1 further comprising the
steps of:

cooling the mixture containing S-sulfoisophthalic acid,

mono-lithium salt;

filtering the mixture containing 5-sulfoisophthalic acid,

mono-lithium salt to obtain a cake containing 5-sul-
foisophthalic acid, mono-lithium salt; and

drying the cake containing a 5-sulfoisophthalic acid,

mono-lithium salt.

8. A process according to claim 7 wherein the dried cake
containing a 5-sulfoisophthalic acid, mono-lithium salt con-
tains less than 200 ppm sulfate.

9. A process for the preparation of a low-sulfate mono-
lithium salt of S-sulfoisophthalic acid, the method compris-
ing the steps of:

forming a mixture comprising acetic acid, water, a quantity

of a lithium cation producing compound, and a quantity
of 5-sulfoisophthalic acid;

heating the mixture comprising acetic acid, water, a lithium

cation producing compound and 5-sulfoisophthalic acid
to reflux to produce a mixture containing a 5-sulfoisoph-
thalic acid, mono-lithium salt;

cooling the mixture containing a S-sulfoisophthalic acid,

mono-lithium salt;

filtering the mixture containing a 5-sulfoisophthalic acid,

mono-lithium salt to obtain a cake containing 5-sul-
foisophthalic acid, mono-lithium salt;

washing the cake containing S5-sulfoisophthalic acid,

mono-lithium salt with acetic acid; and

drying the washed cake containing 5-sulfoisophthalic acid,

mono-lithium salt.

10. A process for the preparation of a lithium salt of 5-sul-
foisophthalic acid comprising the steps of: (i) forming a cake
comprising a lithium salt of S-sulfoisophthalic acid via an
acetic acid/water solvent mixture; and (ii) washing with ace-
tic acid the cake comprising the lithium salt of 5-sulfoisoph-
thalic acid.

11. A process according to claim 10 wherein the step of
washing with acetic acid comprises washing with glacial
acetic acid.

12. A process according to claim 10 wherein the step of
forming a cake comprising a lithium salt of 5-sulfoisophthalic
acid via an acetic acid/water solvent mixture comprises:

forming a mixture comprising acetic acid, water, a quantity

of a lithium cation producing compound, and a quantity
of 5-sulfoisophthalic acid;

heating the mixture comprising acetic acid, water, a lithium

cation producing compound and 5-sulfoisophthalic acid
to reflux to produce a mixture containing a 5-sulfoisoph-
thalic acid, mono-lithium salt;

cooling the mixture containing a S-sulfoisophthalic acid,

mono-lithium salt; and

filtering the mixture containing a 5-sulfoisophthalic acid,

mono-lithium salt to obtain a cake containing 5-sul-
foisophthalic acid, mono-lithium salt.
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